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Date： 2009/08/24

YU FEN SHENG RUBBER CO., LTD

5-1, Lane 197, Sec 3, Ta Fu Rd, Tantzu Shiang, Taichung Hsien, Taiwan, R. O. C.

The following merchandise was submitted & identified by the applicant as:

Type of Product:

Manufacturer/Vendor:

RUBBER SPONGE BALL

YU FEN SHENG RUBBER CO., LTD.

Sample Receiving Date:

Testing Period:

2009/07/23 & 2009/08/13

2009/07/24 – 08/06 & 2009/08/14 – 08/21

We have tested the submitted sample(s) as requested and the following results were obtained:

Test Requested

To determine the BBP, DBP, DEHP, DIDP, DINP, DNOP and DNHP phthalate contents in submitted

samples.

Test method

With reference to ASTM D3421. Analysis was performed by GC/MS.

* This report is combined with report of HY/2009/70431 *

Signed for and on behalf of
SGS Taiwan Ltd.

Iris Huang
Supervisor
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Test Results:

Test Results
Test Item CAS NO.

1 2 3 4 5

CPSIA

Limit

Detected

Limit
Unit

DBP

(Di-butyl phthalate)
000084-74-2 N.D. N.D. N.D. N.D. N.D. 0.1 0.003 %

BBP

(Benzyl butyl phthalate)
000085-68-7 N.D. N.D. N.D. N.D. N.D. 0.1 0.003 %

DEHP

(Di-(2-ethylhexyl) phthalate)
000117-81-7 N.D. N.D. N.D. N.D. N.D. 0.1 0.003 %

DIDP

(Di-isodecyl phthalate)
026761-40-0 N.D. N.D. N.D. N.D. N.D. 0.1 0.010 %

DINP

(Di-isononyl phthalate)
028553-12-0 N.D. N.D. N.D. N.D. N.D. 0.1 0.010 %

DNOP

(Di-n-octyl phthalate)
000117-84-0 N.D. N.D. N.D. N.D. N.D. 0.1 0.003 %

DNHP

(Di-n-hexy1 phthalate)
000084-75-3 N.D. N.D. N.D. N.D. N.D. --- 0.003 %
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Test Results
Test Item CAS NO.

6 7

CPSIA

Limit

Detected

Limit
Unit

DBP

(Di-butyl phthalate)
000084-74-2 N.D. N.D. 0.1 0.003 %

BBP

(Benzyl butyl phthalate)
000085-68-7 N.D. N.D. 0.1 0.003 %

DEHP

(Di-(2-ethylhexyl) phthalate)
000117-81-7 N.D. N.D. 0.1 0.003 %

DIDP

(Di-isodecyl phthalate)
026761-40-0 N.D. N.D. 0.1 0.010 %

DINP

(Di-isononyl phthalate)
028553-12-0 N.D. N.D. 0.1 0.010 %

DNOP

(Di-n-octyl phthalate)
000117-84-0 N.D. N.D. 0.1 0.003 %

DNHP

(Di-n-hexy1 phthalate)
000084-75-3 N.D. N.D. --- 0.003 %

Sample Description:

1. White soft plastic of sample.

2. Black coating of sample.

3. Orange soft plastic of sample.

4. Red coating of sample.

5. Yellow soft plastic of sample.

6. White coating of sample.

Note: 1. % = percentage by weight

2. ND = not detected

3. Method Detection Limit for each of DBP, BBP, DEHP and DNOP = 0.003%

4. Method Detection Limit for each of DINP and DIDP = 0.01%

5. Effective Date = 10 February 2009
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Sample picture (As received)

** End of Report **




